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Attachment 1

PITCH, PASTE &¢ CARBON PROPERTIES FOR A

Property
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SODERBERG OPERATION

Acceptable
Range

110-115°C

55-60%

10-15%

fe1'%

<1

<0.4%

1.55-1.60 g/cm?3

QO

10-28%

1.5-1.6 g/cm3

<0.0030Q -in

Compressive Strength > 4000 psi

% Porosity

*Measured by Columbia Falls Laboratory.

<30%

Typical
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14-16

1.54
0.0028
5500
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0.16
2.3

0.07

1.57

not available

1.35-1.40
0.0037
2800-3600
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